
 
TECHNICAL DATA SHEET 

SILICON CARBIDE 
SIC800 

 
 

TYPICAL   ANALYSIS 

SiC (TOTAL)	  	 	 95%              
Fe2O3	 	  	 	 1%           
Si	 	  	 	 1,2%         
Si02	 	  	 	 1,5%        

GRAIN   SIZES  

D10 — 1,4 microns 
D25 — 2,26 microns 
D50 — 3,95 microns 
D75 — 5,98 microns

REF 
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All these values have to be confirmed with each offer and sales confirmations. 


